
 

 

 

 

 

 

 

 

Peel Ply Product Inspection  Report 

   peelply SPECIFICATION:  

 polyester 85MG 
1.5*100m 

 

ITEM INS.&TEST            
METHOD 

REQUIREMENT RESULT 

- APPEARANCE / A CLASS A CLASS 

- DENSITY GB/T 4668-1995 (18×16)±5% 
ends/cm 

18×16 

- WEIGHT GB/T4669-2008 85-105 g/m2 93 

 -TENSILE TEST ISO13934.1( warp：≥1300N 1400 

weft：≥1100N 1210 

-Temperature 
resistance /c 

 - 021  c - 

- THICKNESS ISO 5084：1996 0.15±0.05mm 0/14 

OIL   CONTENT GB/T     6504-2017 ≤0.5% 0/2% 

 


